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NINGBO KANGQIANG ELECTRONICS CO.,LTD .

NO.988 JINYUAN ROAD,YINZHOU INVESTMENT DISTRICT,NINGBO 

CHINA.

THIS REPORT IS TO SUPERSEDE TEST REPORT NO.SHAEC11017188007A01 DATE: 2011/04/07.

The following sample(s) was/were submitted and identified on behalf of the clients as : GOLD BONDING WIRE .

SGS Job No. : SP11-003400 - SH .

Model No. :. KG3.

Composition : . Au.

Sample May Cover : . KGA6,KGA3,KG2,KG5 .

Date of Sample Received : . 18 Feb 2011.

Testing Period : . 18 Feb 2011 - 23 Feb 2011 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Signed for and on behalf of 

SGS-CSTC Ltd. .

Fan Jingjie, JJ.

Approved Signatory .
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

1. SHA11-017188.002 Gold wire.

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

PFOS (Perfluorooctane Sulfonates) and PFOA (Perfluorooctanoic Acid).

Test Method : . With reference to US EPA 3550C: 2007, analysis was performed by HPLC-MS. .

Test Item(s). Unit. MDL. 002.

Perfluorooctane Sulfonates (PFOS) and related 

Acid,Metal Salt and Amide .

mg/kg. 10 ND

Perfluorooctyl Acid (PFOA) . mg/kg. 10 ND

Notes :.

(1) PFOS Reference Information: Entry 53 of Regulation (EC) No 552/2009 amending Annex XVII of 

     REACH Regulation (EC) No 1907/2006 (previously restricted under Directive 2006/122/EC)

     (i) May not be placed on the market or used as a substance or constituent of preparations in a 

         concentration equal to or higher than 0.005 % by mass.

     (ii) May not be placed on the market in semi-finished products or articles, or parts thereof, if the 

         concentration of PFOS is equal to or higher than 0.1 % by mass calculated with reference to the 

         mass of structurally or microstructurally distinct parts that contain PFOS or, for textiles or other 

         coated materials, if the amount of PFOS is equal to or higher than 1μg /m² of the coated material.

     Please refer to Regulation (EC) No 552/2009 to get more detail information .

Remark: THIS REPORT IS TO SUPERSEDE TEST REPORT NO.SHAEC11017188007A01 DATE: 

2011/04/07.Only sample photo is replaced for photographing same sample with vertical and horizontal scales .
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ATTACHMENTS 

 

PFOS/PFOA Testing Flow Chart 
 

1) Name of the person who made testing: Judy Li 

2) Name of the person in charge of testing: Nancy Du 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Sample cutting/preparation 

Sample measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

LC-MS 

DATA  
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Sample photo: .

SHAEC1101718811  A02

SHA11-017188.002 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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