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SHENZHEN YINTIANKECHUANG ELECTRONIC CO., LTD 
RM505 DONGFANG XISHAN JINHAI BUILDING, SONGGANG STREET, BAOAN DISTRICT, SHENZHEN 
GUANGDONG 
 
 
The following sample(s) was/were submitted and identified on behalf of the applicant as UV SILVER INK 
 
 

SGS Job No. : SD12841290EC 

SGS Internal Reference No. : 2.1 

Tested sample information  : Product or Lot No.: 20101103 

Client Reference Information : Product specification: UV-S环保型 

Date of Sample Received : NOV 18, 2010  

Testing Period : NOV 18, 2010 TO NOV 23, 2010  
 
 
 
Test Requested                                     : Selected test (s) as requested by client. 
 
 
 
Test Method                                           : Please refer to next page(s). 
 
 
 
Test Result(s)                                         : Please refer to next page(s). 
 
 
 
Conclusion                                             : A: Based on the performed tests on submitted sample(s), the results comply  

with the RoHS Directive 2002/95/EC and its subsequent amendments. 
 
 
 
Signed for and on behalf of 
SGS-CSTC Ltd. 
 
 
 
 
 
______________________ 
Manson Yang 
Approved Signatory 
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Test Results: 
Description for specimen 1 : Silver-grey ink  
 
 
A: RoHS Directive 2002/95/EC 
 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium (Cd) mg/kg IEC 62321: 2008, ICP-OES N.D. 2 100 
Lead (Pb) mg/kg IEC 62321: 2008, ICP-OES N.D. 2 1000 
Mercury (Hg) mg/kg IEC 62321: 2008, ICP-OES N.D. 2 1000 
Hexavalent Chromium (CrVI) by  
alkaline extraction 

mg/kg 
IEC 62321: 2008, UV-Vis 

N.D. 
2 1000 

Sum of PBBs mg/kg - N.D. - 1000 
Monobromobiphenyl mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Dibromobiphenyl mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Tribromobiphenyl mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Tetrabromobiphenyl mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Pentabromobiphenyl mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Hexabromobiphenyl mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Heptabromobiphenyl mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Octabromobiphenyl mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Nonabromobiphenyl mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Decabromobiphenyl mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Sum of PBDEs mg/kg - N.D. - 1000 
Monobromodiphenyl ether mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Dibromodiphenyl ether mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Tribromodiphenyl ether mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Tetrabromodiphenyl ether mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Pentabromodiphenyl ether mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Hexabromodiphenyl ether mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Heptabromodiphenyl ether mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Octabromodiphenyl ether mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Nonabromodiphenyl ether mg/kg IEC 62321: 2008, GC-MS N.D. 5  
Decabromodiphenyl ether mg/kg IEC 62321: 2008, GC-MS N.D. 5  
 
 
Note: 
1. mg/kg = ppm 
2. N.D. = Not Detected (< MDL) 
3. MDL = Method Detection Limit 
4. "-" = Not regulated 
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B: Halogen 
 

Test Item(s) Unit Test Method (Reference) Result MDL 
Fluorine (F)  mg/kg BS EN 14582:2007, IC N.D. 50 
Chlorine (Cl) mg/kg BS EN 14582:2007, IC 134 50 
Bromine (Br) mg/kg BS EN 14582:2007, IC N.D. 50 
Iodine (l) mg/kg BS EN 14582:2007, IC N.D. 50 
 
Note: 
1. mg/kg = ppm 
2. N.D. = Not Detected (< MDL) 
3. MDL = Method Detection Limit 
 
 
C: PFOA & PFOS (Perfluorooctanoic acid & Perfluorooctane sulfonates)  
 
Test Item(s) Unit Test Method (Reference) Result MDL 

Perfluorooctanoic acid (PFOA) mg/kg EPA 3550C: 2007, LC-MS N.D. 10 
Perfluorooctane sulfonates (PFOS) 
PFOS – Acid 
PFOS – Metal Salt 
PFOS – Amide 

mg/kg EPA 3550C: 2007, LC-MS N.D. 10 

 

Note: 

1. mg/kg = ppm 

2. N.D. = Not Detected (< MDL) 

3. MDL = Method Detection Limit 

 

For reference: Entry 53 of Regulation (EC) No 552/2009 amending Annex XVII of REACH Regulation (EC) No 

1907/2006 (previously restricted under Directive 2006/122/EC): 

(1) May not be placed on the market or used as a substance or constituent of preparations in a concentration equal to 

or higher than 0,005 % by mass. 

(2) May not be placed on the market in semi-finished products or articles, or parts thereof, if the concentration of PFOS 

is equal to or higher than 0,1% by mass calculated with reference to the mass of structurally or microstructurally distinct 

parts that contain PFOS or, for textiles or other coated materials, if the amount of PFOS is equal to or higher than 1µg 

/m
2
 of the coated material. 

 
 

Remark: The result(s) shown is/are of the total weight of wet sample. 
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ATTACHMENTSATTACHMENTSATTACHMENTSATTACHMENTS    
RoHS Testing Flow Chart 

1) Name of the person who made testing: Bella Wang / Cutey Yu / Ross Zhan 
2) Name of the person in charge of testing: Adams Yu / Ryan Yang 

Sample Preparation 

Sample Measurement 

Acid digestion with 

microwave/ hotplate 
 

Filtration 

Solution Residue 

1) Alkali Fusion / 
Dry Ashing 

2) Acid to 
dissolve 

ICP-OES/AAS 

DATA 

Sample solvent 

extraction 
 

Filtration 

GC-MS 

DATA 

Nonmetallic 
material 

Metallic 
material 

Adding digestion 
reagent 

Heating to 
90~95℃ for 
extraction 

Filtration and 
pH adjustment 

Adding 1,5- 
diphenylcarbazide 
for color 
development 

 

UV-Vis 

DATA 

Spot test 

Boiling water 
extraction 

Adding 1,5- 
diphenylcarbazide 
for color 
development 

A red color 
indicates the 
presence of Cr6+6+6+6+. If 
necessary, confirm 
with UV-Vis. 

DATA 

Positive 

Negative 

Pb/Cd/Hg 
 

PBBs/PBDEs 
 

CrCrCrCr6+6+6+6+    

Concentration/ 

Dilution of extraction 

solution 
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ATTACHMENTSATTACHMENTSATTACHMENTSATTACHMENTS    
HalogenHalogenHalogenHalogen    Testing Flow ChartTesting Flow ChartTesting Flow ChartTesting Flow Chart 

 

1) Name of the person who made testing: Liang Wang 

2) Name of the person in charge of testing: Michelle Song 
 

Sample cutting / preparation 

Sample Measurement 

Combustion in oxygen bomb 

Filtration 

Analyzed by ion chromatography. Double confirm by other 
instruments, if necessary  

DATA 

Dissolved in an absorption solution 
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ATTACHMEATTACHMEATTACHMEATTACHMENTSNTSNTSNTS    
 

PFOA / PFOS PFOA / PFOS PFOA / PFOS PFOA / PFOS Testing Flow ChartTesting Flow ChartTesting Flow ChartTesting Flow Chart    
 
1) Name of the person who made testing: Cindy Huang 
2) Name of the person in charge of testing: Ryan Yang 
 

Sample cutting / preparation 

Sample Measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

LC-MS 

DATA 
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Sample photo :  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

SGS authenticate the photo on original report only 
 

*** End of Report *** 
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